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Conversion yield as a function of time at 37°C.
Exposure to an LED light source started at 0 sec and stopped at 40 sec.

time [sec]

- 70
L 6s
/ : :
[ 60
[ 55
® I
7 < i
et
v 50
A els extra low shrinkage (SAREMCO), lot 06.2009-0 I
M saremco microhybrid composite (SAREMCO), lot 06.2009-5¢ I
& Grandio (Voco), lot 530668 i 45
® 7100 (3M ESPE), lot 20040918/5X1 i
A Filtek Supreme (3M ESPE), lot 20050129/5FR K 40
B TetricEvoCeram (Ivoclar), lot H20651
® Tetric Ceram (Ivoclar), lot F6009¢
- 35
10 20 30 40 1.0 25.0 49.0 73.0 97.0 121.0 145.0 169.0

time [hour

Réf: Tuan Q. Nguyen, Lab. des Polymeres, EPFL, IMX-LP, March 2006



